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Abstract—The structure and dynamics of alkylammonium-intercalated smectites were simulated using
molecular dynamics employing the clayff-CVFF force field, the reliability of which was firstly validated
for these systems. The layering behaviors of alkyl chains confirm the scenarios of the monolayer, transition
and bilayer configurations for short, medium-length and long carbon tails, respectively. In the systems
without water, the alkylammonium groups are all anchored firmly above the surface six-member rings
through H bonds between ammonium hydrogen and surface oxygen, and the alkyl tails are a little more
mobile. With water involved, some ammoniums are dragged out of the potential barriers of the six-member
rings by water molecules through the strong H bonds between water oxygen and ammonium hydrogen. The
intercalated water scarcely affects the basal spacing, alkyl chain layering or alkylammonium dynamics. It
is also found that the systems with alkyl chains of 11 to 14 exhibit the greatest density, resulting in the
extremely limited mobility of the intercalated species.
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INTRODUCTION

The intercalation of alkylammonium surfactants into

phyllosilicates has attracted great interest in terms of

both applied and basic research (Lagaly et al., 2006). In

the preparation of polymer-clay nanocomposites (PCNs),

alkylammonium species are principally used as modi-

fiers to make the interlayer spaces of silicates organo-

philic, and such modification promotes the entrance of

polymers (Lagaly et al., 2006). The organophilic

properties of the alkylammonium-intercalated phyllosi-

licates can also be used to remove organic pollutants

from water (Carrizosa et al., 2004). Furthermore,

intercalation of alkylammonium ions is often used to

derive the layer-charge information of phyllosilicates

(Lagaly, 1981, 1994; Laird, 1994; Laird et al., 1989;

Mermut and Lagaly, 2001), and also employed as an

ideal model to explore the confinement effects induced

by the nano-sized interlayer pores due to the relatively

simple molecular structures of the alkylammonium

species (Horn and Israelachvili, 1981; Hackett et al.,

1998).

Many experimental studies have focused on the

alkylammonium-intercalated clays. Based on the basal

spacing data from X-ray diffraction (XRD) measure-

ments, it is deduced that the arrangements of intercalated

ions are controlled by both the electrostatics of

phyllosilicates and the length of the alkyl chain (Janek

and Smrcok, 1999; Lagaly, 1981; Laird et al., 1989;

Weiss, 1963). Several ideal arrangement structures have

been proposed: short-chain alkylammonium ions usually

tend to form monolayers, the longer ones arrange to

bilayers; pseudo-trilayers are usually formed within

highly-charged phyllosilicates, and paraffin structures

are formed by the alkylammonium ions with two or more

long alkyl chains (Lagaly et al., 2006). Fourier transform

infrared (FTIR) spectroscopy (Vaia et al., 1994; Osman

et al., 2000, 2002, 2004; Zhu et al., 2005) and nuclear

magnetic resonance (NMR) spectroscopy (Osman et al.,

2002, 2004; Wang et al., 2000; Zhu et al., 2005) have

revealed that disordered (mixture of trans and gauche)

and ordered (all trans) conformations can coexist in

organic phases.

Molecular simulation has been proven to be a

powerful tool to complement experiments in the physical

chemistry of complex systems (Allen and Tildesley,

1987; Frenkel and Smit, 2002). To date, however, there

have only been a few simulation studies on smectite-

alkylammonium systems. Zeng et al. (2003, 2004)

studied these systems by using the force field of

Skipper et al. (1995) and the UA (united-atom)

Dreiding force field (Mayo et al., 1990) to describe the

clay and organic ions, respectively. Tambach et al.

(2006) investigated the swelling behaviors and the

conformations of intercalated alkylammoniums by com-

bining the force field of Skipper with OPLS-UA (OPLS

united-atom) (Jorgensen et al., 1984, 1986). Some

simulations focused on the systems intercalated by

alkylammoniums with very long chains (He et al.,

2005; Heinz et al., 2003, 2005, 2007). All of these

simulations reproduced XRD measurements and verified

the layering behavior of alkyl chains. However, some

Clays and Clay Minerals, Vol. 55, No. 6, 554–564, 2007.

Copyright # 2007, The Clay Minerals Society 554

* E-mail address of corresponding author:

xcljun@nju.edu.cn

DOI: 10.1346/CCMN.2007.0550602

https://doi.org/10.1346/CCMN.2007.0550602 Published online by Cambridge University Press

https://doi.org/10.1346/CCMN.2007.0550602


important issues remain unresolved. Recently, thermo-

gravimetric analysis (TGA) has indicated that the

organic-intercalated materials often contain water and

water can interact strongly with the intercalated poly-

mers, which may influence the material properties

(Boulet et al., 2003; Greenwell et al., 2005). However,

the effects of water have often been omitted in previous

simulations of alkylammonium-intercalated phyllosili-

cates. Moreover, the bonding between alkylammonium

and clay has not been well represented, especially with

the use of the UA-type force fields. For example, in the

simulations of Zeng et al. (2003, 2004), the ammonium

group was modeled as a positively charged ‘united atom’,

so it is impossible to understand the interactions between

the ammonium H and surface O, which have been

deduced from experiments (Lagaly and Weiss, 1970).

The advanced force fields can effectively facilitate

classical molecular simulation studies. The clayff

(Cygan et al., 2004b), parameterized by incorporating

both the quantum-mechanical calculations and structural

data of model mineral phases, has been validated in

simulations of oxides, oxyhydroxides, clay minerals and

their interfaces with aqueous solutions (e.g. Cygan et al.,

2004a, 2004b; Greathouse et al., 2005; Kirkpatrick et

al., 2005; Wang et al., 2004, 2006; Liu and Lu, 2006). It

has been suggested that the clayff can be integrated with

the CVFF (consistent valence force field) (Dauber-

Osguthorpe et al., 1988) to simulate the hybrid systems

of inorganic minerals and organic matter, and many

systems have been simulated successfully (Kumar et al.,

2006; Cygan et al., 2004a).

In this study, we employ the clayff-CVFF in

systematic simulations of the alkylammonium-interca-

lated smectites and aim to investigate the interlayer

structures and dynamics at the atomic level and to

uncover the effects of water. At first, we derived the

swelling curve of the smectites intercalated by alkylam-

moniums of alkyl chains of C6 to C18. The good

agreement between the simulated swelling curve and

the available XRD data validates the reliability of the

combined force field. Then we studied the structural and

dynamic properties of the systems with respective

intercalations of C6, C12 and C18 ions, with and without

the presence of water. The layering behavior of alkyl

chains, interlayer bonding and the dynamics are

uncovered at the atomic level and the effects of water

are addressed in detail.

METHODS

Organoclay model

Wyoming-type montmorillonite (Skipper et al., 1995;

Tambach et al., 2004), the chemical formula of which is

X0.625[Si7.875Al0.125][Al3.5Mg0.5]O20(OH)4 where X

represents interlayer compensation cations, was used

for the simulation. This model has 0.625 e per unit-cell,

consisting of 0.125 tetrahedral charges and 0.5 octa-

hedral charges. The isomorphic substitutions in clay

sheets obey Loewenstein’s rule, i.e. two substitution

sites cannot be adjacent. The simulation cell consists of

two clay platelets of 32 unit-cells each: four in the x

dimension and eight in the y dimension and hence the

system contains two interlayer spaces. The basal surface

is ~42.24 Å636.56 Å (Figure 1a) and the clay sheet is

6.56 Å thick. Initially, the basal spacing is set at 18 Å,

which is large enough to adapt the ions with long chains.

Figure 1b shows the alkylammonium models by

taking the C8, C13 and C18 ions as examples. Figure 1b

shows the optimized configurations, with the geometry

optimization performed using the LAMMPS package

(Plimpton, 1995) with CVFF by taking 1.0E-4 as the

energy-change tolerance. In our simulations, it is

assumed that the natural interlayer ions (usually Na+)

were fully replaced by alkylammonium ions. As the

initial configurations, the alkylammonium ions were

placed randomly in the interlayer regions. For those

cases involving water, the water content was set at ~1%

(16 water molecules in each interlayer space) based on

previous TGA measurements of organoclays (Boulet et

al., 2003; Greenwell et al., 2005), and water molecules

were inserted randomly with the ions.

Simulation details

The total energy of the hybrid system can be

expressed as (Perry et al., 2006; Cygan, 2001)

Etotal =

ECoul + EVDW + Ebond stretch + Ebond bend + Etorsion (1)

where ECoul and EVDW stand for the non-bonded

coulombic interaction and the Van der Waals term,

respectively; Ebond stretch, Ebond bend and Etorsion denote

the bonded terms: bond stretching, bond bending and

torsion, respectively. The first three terms are used to

calculate the energy of smectite based on clayff. All

terms are evaluated for representing the organic ions

based on CVFF. Water is represented by the SPC model

(Berendsen et al., 1981; Teleman et al., 1987), which is

consistent with both clayff and CVFF. In the simulation,

a 12.0 Å cut-off is used for the short-range interactions.

The electrostatic interaction is treated using the Ewald

summation (Frenkel and Smit, 2002) and the number of

K-space vectors is determined to reach a precision of

1.0E-4 in conjunction with the pair-wise calculation

within a cut-off of 12.0 Å.

All mean displacement simulations were carried out

using the LAMMPS package (Plimpton, 1995). To obtain

the swelling curve, we performed NPT (298 K, 1 atm)

simulations for systems intercalated by alkylammoniums

of the alkyl chain length ranging from 6 to 18. Each

simulation was performed first for 1500 ps, and then a

production stage of 500 ps simulation was performed in

order to record the results. Those systems containing

water were also relaxed with this procedure. Then, to

derive the structural and dynamic properties, a further
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500 ps NVT (298 K) simulation was performed

following the previous 2000 ps NPT simulation. A

time step of 1.0 fs was used for all simulations and an

interval of 100 fs was used to record trajectories. In each

simulation run, all atoms were allowed to move.

Data analysis

The basal spacing value (b) is calculated from the

production NPT steps

b = <V>/(26S) (2)

where <V> denotes the statistically averaged volume and

S is the basal surface area.

The spatial distributions of interlayer species are

characterized by the atomic density profiles along the z

direction (perpendicular to the basal plane of clay),

calculated by averaging over the NVT trajectories.

Taking the plane defined by the average bottom

octahedral oxygen positions in Figure 1 as the origin

(z = 0), the density distribution reads

ρ( ) ( / , / ) /( )z N z z z z z S= 〈 − + 〉 ×Δ Δ Δ2 2 ð3Þ

Here 〈 − + 〉N z z z z( / , / )Δ Δ2 2 the averaged atom num-

ber occurring in the height interval ( / , / )z z z z− +Δ Δ2 2
(Dz = 0.2 Å in this study).

The density of the organic phase formed by the alkyl

chains is calculated as follows

D = m/(S6(b�h62)) (4)

where m denotes the mass of the alkyl chains, S is the

area of the basal surface, b is the basal spacing and h is

the average distance of the organic phase from the clay

surface. h is taken as 4.8 Å, based on the density profiles

(Figure 3) where it can be observed that the alkyl chains

in all systems are all limited in the spaces ~4.8 Å from

the (z = 0) plane.

The radial distribution function (RDF) for species B

around A is calculated as (Allen and Tildesley, 1987)

Figure 1. (a) Snapshot of smectite intercalated by C8-alkylammoniums; (b) optimized geometries of alkylammonium ions with alkyl

chain lengths of 8, 13 and 18. The stick frame represents the clay structure; for the alkylammoniums, H =white, N = gray and C = light

gray.
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where rB is the number density of species B, and dnAB is

the average number of particles of type B lying at the

distances of r to r+dr from a particle of A.

The self-diffusion coefficients, D, of the interlayer

species can be calculated with the Einstein relation

(Allen and Tildesley, 1987; Chang et al., 1997)

1
0 22

1N
t dDti i

i

N

< − >=
=
∑ | ( ) ( ) |r r ð6Þ

where N is the atom number and ri(t) is the center-of-

mass position of the ith one at time t; d is the diffusion

dimension, i.e. d = 3 for the total coefficient and d = 1

for the component coefficient on the separate x, y or z

direction. The left-hand side of equation 6 is usually

termed as the mean squared displacement (MSD). The

separate MSD contribution on each direction is derived

and denoted as XX, YY and ZZ. The contribution of the

movement parallel to the x-y plane is calculated as

(XX+YY)/2 and denoted simply as XY.

RESULTS

Swelling curves

Figure 2 shows the simulated and experimental

swelling curves. The experimental data are from XRD

analysis of the intercalated smectites of the similar

layer-charge characteristic to our model (Laird et al.,

1989). The swelling curve represents the typical step-

wise behavior and shows monolayers up to carbon chain

length of 12, intermediate states for chain lengths of 13

to 15 and bilayers for the longer chains. The simulated

results are in good accord with the experimental data

throughout the tested chain lengths and the discrepancy

at each chain length is <5%. Furthermore, the basal

spacing values of the systems with water are very close

to those of corresponding dry systems, indicating that

the current water amount cannot alter the interlayer

spacing.

Density distributions and densities of organic phases

All intercalated atomic species present clear peaks on

the density distribution profiles (Figure 3). For the

systems without water, the locations of the peaks of

ammonium N are ~1.4 Å from the clay surfaces (the

section of ~0�3.28 Å on the z axis is for the clay phase).

The hydrocarbon chains are further away from the

surfaces and they typically represent layering behavior.

In the C8 system, the two single peaks of carbon chains

denote the monolayer configurations (snapshot in

Figure 1), whereas in the C13 system, slight splits

occur in the two single peaks. But for the case of C18,

double peaks are well defined in each interlayer space,

indicating the formation of double layers.

In the systems containing water, the distributions of

ammonium groups vary clearly: some small peaks occur

relatively far away from the surfaces besides those

considerable groups that are still adjacent to the

surfaces. In contrast, the peaks of the hydrocarbon

chains retain their shapes as in the dry systems, implying

that water does not impose significant influence on the

layering behaviors of the chains. Water molecules

represent two peaks in each interlayer gallery and their

locations are ~2.2 Å from the surfaces, between those of

ammoniums and hydrocarbon chains.

The densities of the interlayer organic phases in the

systems of C11�14, are greater than those of the other

systems (Figure 4). This indicates that in the C11�14

systems, the alkyl chains are densely packed and the

organic phases formed are very compact, whereas in the

other systems the organic phases are relatively loose.

This is also consistent with the density profiles of the

alkyl chains, where the peak values in the C13 systems

are much greater than those of the C8 and C18 systems

(Figure 3).

Radial distribution functions (RDFs)

Figure 5 illustrates the derived RDFs for surface O

(SO) around ammonium H (AH) in both dry and ‘wet’

systems (GAH-SO(r) in Figure 5a,b,c), water O (WO)

around ammonium H (GAH-WO(r) in Figure 5d) and

surface O around water H (WH) (GWH-SO(r) in

Figure 5e) in the three systems with water. The three

profiles of GAH-SO(r) in the dry systems present similar

and sharp peaks and the two to the left are located at

~2 Å and 3.9 Å, respectively. The GAH-SO(r) RDFs in

the systems with water retain the profiles in the

corresponding dry systems but the two peaks to the left

clearly decrease relative to those in the dry systems. In

the systems with water, the three GAH-WO(r) RDFs in

Figure 2. Swelling curves of alkylammonium-smectites.

Experimental data are from Laird et al. (1989). The error bars

are smaller than the symbol size. The lines between the data are

to guide the eye.
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Figure 5d present two clear peaks: one centered at

1.97 Å and the other at ~3.5 Å. There are no peaks well

defined on GWH-SO(r) RDFs (Figure 5e), suggesting that

there is no strong bonding between water and the clay

surface.

Mean square displacements (MSDs)

In the six simulated systems, the MSDs of the alkyl

species always reach plateaux after ~200�300 ps and

obviously the ammoniums have much smaller MSDs

than the alkyl chains (Figure 6). In the three systems

Figure 3. Density distribution profiles of interlayer atomic species in the organoclays of the three selected carbon chain lengths.

Dotted line: C of alkyl chains; solid line: ammonium N; dashed line: water O. The intensity of the density profiles of ammonium N

and water O are increased by a factor of five for the purpose of clarity.
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with water, water presents larger MSDs than alkyls and

ammoniums. Notably, the cases of the C13 systems are

very special: the MSD plateaux of the alkyl species are

only ~2.5 Å2, much less than those of the C8 and C18

systems and the MSDs of water are also much less than

those of water in the other two systems with water.

The separate contributions of the MSDs of the C18

systems are shown in Figure 7 and the other systems

have qualitatively similar trends. In the dry system, the

ZZ and XY components of the ammonium groups are

both <0.1 Å2. In the system with water, the XY

component of the ammoniums is a little greater than

that of the ZZ, but the magnitude is still <1 Å2. For alkyl

chain groups, the XY components are larger than the ZZ

ones in both the dry and wet systems. The same trend is

observed for water molecules. These findings reflect

confinement effects of the interlayer space: The

potential barriers caused by the two opposite smectite

surfaces limit the movement in the z direction, but the

direction in the xy plane is relatively open (Skipper et

al., 2006).

Figure 4. Densities of the organic phases in the organoclays. The

lines between the data points are to guide the eye.

Figure 5. Radial distribution functions: (a, b, c) surface oxygen around ammonium H; (d) water O around ammonium H; (e) surface

oxygen around water H. AH � ammonium H; SO � surface oxygen; WO � water oxygen; WH � water H.
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DISCUSSION

Validation of the force field

The simulated basal spacing values agree well with

the experimental data and the derived density profiles in

Figure 3 disclose the layering behaviors of alkyl chains,

corresponding well with the proposed monolayer,

transition and bilayer configurations. These results

validate the combined clayff-CVFF force field in the

simulations of the hybrid systems and thus assure the

further analyses of the interlayer structures and

dynamics.

The interfaces between minerals and organics are of

great interest in many fields (e.g. geochemistry and

material sciences) and the force field-based molecular

simulations are very powerful techniques to gain insights

into these complex systems. The current validation,

together with previous studies (Kumar et al., 2006;

Cygan et al., 2004b), demonstrates that it is feasible to

study these interfaces using the clayff-CVFF. The clayff

is superior for exploring microscopic properties at the

atomic level for the accurate parameterizations of atomic

interactions and furthermore it is suitable for simulating

a wide spectrum of minerals, including oxides, oxyhydr-

oxides and the clay family (Cygan et al., 2004b). On the

other hand, the atomically detailed CVFF can simulate

very complex organic systems including proteins

(Dauber-Osguthorpe et al., 1988). Therefore it is

Figure 6. Mean square displacements of interlayer species in the organoclays. Dotted line � alkyl groups; solid line � ammonium

groups; dashed line � water O.
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believed that the combined force field is able to facilitate

the studies of the mineral-organic interfaces.

Interlayer bonding

The clear peaks of GAH-SO(r) illustrated in

Figure 5(a,b,c) indicate that there exist strong interac-

tions between ammonium H and surface O. In fact,

detailed analyses of trajectories demonstrate that ammo-

nium groups all locate above the surface six-member

rings with the H atoms forming hydrogen bonds with

surface O atoms to maximize the attractions. The

snapshot in Figure 8a depicts the distribution of

ammonium groups and the inset shows the orientations.

This observation confirms the experimental report

(Lagaly and Weiss, 1970) and is consistent with that

found in the simulation of the smectite intercalated by

poly (propylene oxide)-ammonium (Greenwell et al.,

2005). It is also clear that the first peak of the GAH-SO(r)

denotes the coordination of ammonium H with the three

frontal surface O atoms and the second peak denotes H

atoms correlating with surface O from neighboring

siloxane rings.

In the systems with water, the decreases in the two

left peaks of the GAH-SO(r) (dotted curves in

Figure 5a,b,c) indicate that some ammonium groups

move away from the surface oxygen. This corresponds

with the variations of the ammonium density profiles in

Figure 3. Moreover, the snapshot (Figure 8b) shows that

the distribution of ammonium groups varies in the plane

parallel to the basal surface. The first peaks of

GAH-WO(r) RDFs (Figure 5d) have widths <0.7 Å.

These very sharp peaks indicate that strong hydrogen

bonds have formed between ammonium H and water O

and the inset of Figure 8b illustrates these H bonds. So,

it is clear that the water molecules drag some ammonium

groups away from the clay surfaces and reduce the

correlation between ammonium H and surface O.

Dynamics

The MSD patterns of alkyl chains and the ammo-

niums typically indicate that their motions are very

restricted (Refson et al., 1993). In the dry systems, the

extremely small magnitude of the MSD components of

the ammoniums (~0.1 Å2) indicates that these groups are

Figure 7. Separate mean square displacement components of interlayer species in the C18 organoclays. ZZ: the MSD component in

the direction perpendicular to the basal surface; XY: the MSD component in the direction parallel to the basal surface.
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fixed firmly and cannot overstep the potential barriers

produced by the surface six-member rings. In the

systems with water, the XY component of ammonium

groups is a little greater but the magnitude is still <1 Å2,

demonstrating that they are still very immobile although

some groups can move to the higher locations

(Figure 3). In the dry systems, the carbon chains are

more mobile than the ammonium groups and the cases

are similar in the systems with water. This shows that

water does not impact the mobility of alkyl chains

significantly. So, under the ambient conditions, the

ammonium groups are in fact anchored firmly on the

clay surfaces and the carbon chains are just a little more

mobile in organic phases. This is very similar to the

NMR study of the cadmium thiophosphates intercalated

by cetyl trimethyl ammonium ions (Suresh et al., 2003),

where it was observed that the polar heads are more

immobile than the alkyl tails. The staggered MSD styles

of water show that their motions are also limited, mainly

due to the strong interactions with ammonium groups

from the discussions above in section 4.2. Fitting the

MSD data after 26105 fs of the C8-water system gives

the coefficient 1.3610�10 m2/s, which is much less than

the bulk value 2.3610�9 m2/s (Ohtaki and Radnai,

1993).

The extreme rigidity in the C13 system is found to be

due to the very dense interlayer structures. The atom

distribution profiles and the calculated densities show

that the alkyl chains are densely packed in the interlayer

space. To confirm the correspondence between the

density and the mobility, we performed additional

simulations with the C10, C12 and C15 systems and

found that the MSDs of the C10 and C15 chains are very

close to those of C8 and C18 and the MSD of C12 is near

to that of C13. So it can be deduced that there is the

similar rigidity in the systems of alkyl chain lengths of

11 to 14, which have the greatest densities (Figure 4).

Similar results were found for systems with water. Since

the unfilled space in the C13-water system is much less

than the other two systems (the density files in Figure 3),

the diffusion of water molecules is very limited and

represents relatively lower mobility in Figure 6.

CONCLUSIONS

The mean displacement simulations were performed

to study the interlayer structures and dynamics of

alkylammonium-intercalated smectites. The combined

clayff-CVFF force field is validated in simulating these

hybrid materials. The current validation and several

previous studies show that the clayff-CVFF is feasible

for use in the simulations of a wide range of the complex

mineral-organic interfaces.

In the systems without water, the layering behaviors

of alkyl chains are clearly seen. The alkylammonium

groups are all anchored firmly above the surface six-

member rings through H bonds between ammonium H

and surface O, and the alkyl tails are more mobile. In the

systems with water, water O tends to form H bonds with

ammonium H and these strong interactions drag some

ammoniums out of the potential barriers of the six-

member rings. Water scarcely affects the basal spacing,

the layering behaviors of alkyl chains or the dynamics of

alkylammoniums. So, even in the presence of water, the

organic ions are still fixed in the interlayer gallery. The

mobility of water is much less than in the bulk case,

which is mainly due to the coordination with the

ammoniums.

The intercalated species are found to be extremely

rigid in the systems of the alkyl chain lengths of 11 to 14

and the density analyses highlight the correspondence

between the density and the rigidity. In those systems,

the alkyl chains are densely packed with high densities,

whereas in other systems the organic phases are

relatively loose and there is more space available.

Figure 8. Snapshots from the simulations of smectites inter-

calated by: (a) C13 ammoniums; and (b) C18 ammoniums and

water. Both figures are viewed from the direction perpendicular

to the basal surface. The alkyl chains are not shown for clarity.
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